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Zinc carbonate basic

A.G. (28090)A.G. (28090)A.G. (28090)A.G. (28090)

Appearance white powder

Assay (Zn) min. 58,0 %

Chloride (Cl⁻) max. 0,05 %

Sulfate (SO₄²⁻) max. 0,5 %

Na (Sodium) max. 0,1 %

K (Potassium) max. 0,02 %

Fe (Iron) max. 0,02 %

pure (28080)pure (28080)pure (28080)pure (28080)

Appearance white powder

Assay (Zn) 56,0 - 58,0 %

Chloride (Cl⁻) max. 0,05 %

Sulfate (SO₄²⁻) max. 0,5 %

Na (Sodium) max. 0,2 %

Chemical formula: [ZnCO₃]₂ . [Zn(OH)₂]₃
Molar mass: 548,96 g/mol
CAS: 5263-02-5
EINECS: 226-076-7


